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Crystal Blue 2mil 69 8 34 7 59 <1 24 0.58 49 97

ALPINE 50 2mil 49 7 23 6 71 <1 45 0.49 56

ALPINE 35 2mil 30 7 21 6 74 <1 59 0.46 61

ALPINE 15 2mil 13 7 10 6 84 <1 80 0.38 67

ALPINE 05 2mil 6 6 5 6 89 <1 95 0.34 73

ELEGANCE 60 2mil 58 7 37 7 55 1 54 0.66 45

ELEGANCE 35 2mil 31 7 28 7 63 1 62 0.53 50

ELEGANCE 10 2mil 9 7 18 7 77 1 81 0.71 54

HP60 1.5mil 61 6 53 7 40 1 49 0.81 25

HP35 1.5mil 33 6 35 8 57 1 62 0.76 29

HP20 1.5mil 19 6 32 8 60 1 81 0.71 32

Disclaimer : The Performance data reported on this page was tested at DSET Lab & MATRIX Lab, USA 

ASHRAE, ASTM & AIMCOL Standards. All value as applied to 1/8 inch (3mm) glass.
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